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TEST REPORT
RI -22.12.417 from 07.02.2023

1) Name and address of the beneficiary: S.C. NOVATIK S.R.L.
9 Mai Street, no. 75, Baicoi, Prahova county

2) Contract (no./ date): - Order (no./date): 28398/12.12.2022

3) Name of the testing product: Metallic tile covered with volcanic rock Novatik Natura Slate

4) Testing place: ICECON TEST Laboratory

5) Method identification:
- Corrosion tests in artificial atmospheres. Salt spray tests, art. 7 from SR EN ISO 9227:2017,
PIF-21.

6) Reception date of the samples: minutes no. 847/19.12.2022
7) Period of testing: 16.01.2023 — 06.02.2023

8) Sampling: The samples were provided by the beneficiary and made available to laboratory.
- date of sampling: 28.11.2022
- sampling place: NOVATIK S.R.L., Baicoi, Prahova county

9) Results from external suppliers: n/a.

10) The date and number of the delivery and receiving document concerning the Testing Report:
70/ 08 02 2023
11) Product description and identification:
Metallic tile covered with volcanic rock Novatik Natura Slate, Silver Moon colour, batch 675,
fabrication date: 23.11.2022.
Producer: NOVATIK S.R.L., Baicoi, Prahova county
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The results of this test report refer only to the tested object.

The test report is a unitary document which may be referred to, or may be included in another document, only as such.

The report may be reproduced only in full, under the conditions of the previous paragraph, and with the written consent of
the issuing laboratory.
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12) TEST RESULTS:
12.1 Corrosion tests in artificial atmospheres. Salt spray tests for 500 hours
Date of testing: 16.01.2023 — 06.02.2023
Environment conditions: temperature (21+23) ’C
Conditioning: 8 days at 23 °C
Specific environmental conditions for product testing: -
Item | Characteristics | Sym- | M.U. Samples no./Values
no. bol 1 2 3 Aversge
- no visible defects| no visible defects | no visible defects
in the area, 0- in the area, 0-(S0)-| in the area, 0-(S0)-
(S0)-0 0 0
- no blistering, - no blistering, - no blistering,
0-(S0)-0 0-(S0)-0 0-(S0)-0
. - no rusting, - no rusting, - no rusting,
| g;p?et;;agnce after = . [HeUEd petElyl 0-(50)-0 -
’ - no visible - no visible - no visible
exposure 500 h cracking, cracking, cracking,
0-(S0)-0 0-(S0)-0 0-(S0)-0
- no flaking, - no flaking, - no flaking,
0-(S0)-0 0-(S0)-0 0-(S0)-0
- no colour - no colour - no colour
changes, 0-(S0)-0 [changes, 0-(S0)-0 changes, 0-(S0)-0
REMARKS:

- Corrosion cabinet Q-FOG:
- NSS Method (neutral salt spray) - NaCl 5% sol. at pH: 7,0;
- Temperature into the equipment: (35+2) °C;

- The amount of saline solution used in 24 h: aprox. 2,5 ml/h, on a 150 cm’ measured surface:
- At the end of the test, the samples were cleaned with tap water;
- The test results were recorded by visually checking the appearance of the coating of the exposed samples,
according to SR EN ISO 4628-1-+8.
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Testing Responsible: Dipl. Eng. Marinela Ghiﬁ/
/

Ph.D.

7
Chief of Division}/f: Dipl. Eng. Ramona PINTOI,

Testing Responsible: Technician loana Dumitru Q\U\

13. Opinions and interpretations (based only on test results): -

DEPARTAMENT DIRECTOR,

- End of the Test Report-

LABORATORY CHIEF,

Dipl. Eng. Ovidiu Vasile, Ph.D. Apl. Eng. Ramona Pintoi, Ph.D.
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AQ RESPONSIBLE,

Dipl. Eng. Sorina Zlatoianu
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